





























A battery that will not retain a charge and must
have frequent special charges should be replaced
(see 1.08) unless it is determined that a change of
electrolyte is required (see 2.10).

Caution: The nickel-cadmium type battery
should not be sent to a garage or service
station for charge, because of the possibility
of contamination of the electrolyte.

Fig. 4—Typical Cell Construction—Nicad Type
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Fig. 5—Typical Cell Construction—Nife Type
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Fig. 6—Typical Cell Construction—Alkaline Type
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